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XUZHOU SHANGHONG GLASS TECHNOLOGY CO.,LTD
BADUAN INDUSTRY AREA XUZHOU,JIANGSU

The following sample(s) was/were submitted and identified on behalf of the clients as : GLASS BOTTLE

SGS Job No. :

Date of Sample Received :

Testing Period :
Test Requested :
Test Method :

Test Results :

Result Summary :

QDHL1905009510CW - QD

27 May 2019

27 May 2019 - 31 May 2019

Selected test(s) as requested by client.
Please refer to next page(s).

Please refer to next page(s).

Test Requested Conclusion
ISO 7086-2:2000(E)-Released Lead and Cadmium PASS
European Council Directive 84/500/EEC & its amendment 2005/31/EC -Leachable PASS

lead and cadmium

Signed for and on behalf of

SGS-CSTC Standards Technical Services (Qingdao) Co., Ltd.

Mo

Wang Bo, Claire
Approved Signatory

a REENEHE
gmnmmnmm

TRIAL MODE - Click here for more information

Unless otherwise agreed in writing, this document is quod by IM Complny wb}oet lo lll G-ncral Conditions of Service printed
ovoﬂu! walhblo M:' request of accessible at htt; J nd-C 5p !of ohetmnlc bmm uocumonu

subject to d lectronic f{p://www.sgs.co
Attention is drtvm to the Ilmmnon of liability, Indmnmaﬁon l d Jurisdictio

3 d Any ho
advised that information contained hereon reflects the dings at m. umo of lu Inhrvonuon onl and wmnln th- limm o'
Client’s instructions, if any. The Co ny's sole ruponolblll Iu to Iu Client and this document does not exonerate parties to a
transa -xuemno all their rights and obl i%ll nsaction documents. This document cannot be reproduced
except in full, without prior written of the mpmy mumovtud alteration, loa«y or falsification of the content or
appearance of this document is unl: and offenders may be prosecuted to the fullest extent of the law.

Attention: To check the authenticity of testing /inspection report & certificate, please contact us at telephone: (86-755)83071443,
oremail: CN.Doccheck@sgs.com

1.1 | SGS Center, No. 143, Zhuzhou Road, Laoshan District, Qingdao, China 266101 WWW.sgsgroup.com.cn

t (86-532) 68099888  f (86-532) 80991955 e sgs.china@sgs.com
1
Member of the SGS Group (SGS SA)



Test Report No. TAOHG 1902274901

Test Results :

Test Part Description :

Specimen No.  SGS Sample ID Description
SN1 TAO19-022749.001 Transparent glass bottle
Remarks :

(1) mg/dm? = milligram per square decimeter
(2) mg/kg = milligram per kilogram

(3) °C= degree Celsius

(4) < = less than

(5) MDL = Method Detection Limit

(6) ND = Not Detected ( < MDL)

ISO 7086-2:2000(E)-Released Lead and Cadmium

Date: 31 May 2019 Page 2 of 5

Material
(claimed by the client)
Glass

Test Method : With reference to ISO 7086-1:2000, analysis was performed by ICP-OES.
Sample 001 Small Hollowware
PASS
Vol. of 4% Acetic Depth (mm)
acid used (ml)
1 500 128
2 500 128
3 500 128
4 500 128
Leachable Leachable
Lead (mg/L) Cadmium (mg/L)
1 <0.1 <0.01
2 <0.1 <0.01
3 <0.1 <0.01
4 <0.1 <0.01
Limit 1.5 0.5
Notes :

Small Hollowware:
Hollowware with a capacity less than 600 ml
Large Hollowware:
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Hollowware with a capacity between 600ml and 3 L
Storage Hollowware:
Hollowware with a capacity of 3L or greater

European Council Directive 84/500/EEC & its amendment 2005/31/EC -Leachable lead and cadmium

Test Method : With reference to European Directive 84/500/EEC and its amendment 2005/31/EC. Analysis
was performed by ICP-OES.
Sample 001 Category 2
PASS
Vol. of 4% Acetic Depth
acid used (ml) (mm)
1 500 128

Leachable Lead Leachable Cad-

(mg/L) mium (mg/L)
1 <0.1 <0.01
Limit 4 0.3

Notes :
(1) Category 1: Articles that cannot be filled and articles that can be filled, the internal depth of which
does not exceed 25 mm.
(2) Category 2: Articles, not in categories 1 or 3, which can be filled.

(3) Category 3: Cooking ware; packaging and storage vessels having a capacity of more than three liters.
(4) < = Less than

(5) mg/dm?=milligram per square decimeter; mg/L=milligram per litre
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SGS authenticate the photo on original report only

*** End of Report ***
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